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Abstract: This article has studied the possibility of production a rotor yarn of fibrous waste with a high content of short fibers. The 

effect of the fiber length and the diameter of the spinning rotor to capture factor of fibers, linear density and twist the stick-layer 

rotor yarn was researched. Experiments were carried out on the rotor spinning machine SCHLAFHORST AS-360. The results of 

the tests proved the possibility of obtaining high-quality rotor yarn of short fibers. 
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INTRODUCTION 

One of the means of efficient and economical use of the raw 

material base in the cotton industry is the rational processing of 

spinning waste. To solve this issue, along with a wide range of 

purposeful design and technological developments, a lot of 

organizational work is required to coordinate the activities of 

all branches of the textile industry and the rapid introduction of 

promising innovations, the wide dissemination of the 

experience of enterprises processing waste from their own and 

related industries. Of particular importance are universal 

technologies and equipment created on the basis of existing 

modernized and newly created units, mechanisms and 

machines. It is also necessary to properly use the waste of cotton 

production, that is, to produce fabrics from them, the consumer 

properties of which allow the use of such raw materials. Yarn 

should be produced on specialized equipment installed in 

workshops adapted for its processing. 

At present, the rotor spinning method is widely used to produce 

yarn from fibrous waste. Rotor spun yarns appear to be no 

different from ring spun yarns on the surface. However, there 

exist some rather important differences in the internal structures 

of the yarns, especially in fiber contiguity. These differences in 

internal structures are reflected in different performance 

characteristics. Rotor spun yarns tend to be more uniform in 

appearance and in linear density than ring spun yarns. It is 

conceivable that the better short-term evenness of rotor spun 

yarn is an obvious result of the suppression of the drafting wave 

and the large packages formed in rotor spinning. Also, rotor 

spun yarns are known to be somewhat more extensible, fuller, 

softer and less hairy. The main disadvantage is that rotor spun 

yarns are not as strong as ring spun yarns, and the maximum 

tenacity of rotor spun yarns is at least 10–30%, and in some 

cases even up to 40%, lower than that of ring spun yarns. It is 

pointed out that although significant differences exist between 

rotor and ring spun yarns, various fiber factors and spinning 

conditions could greatly alter the properties of rotor spun yarns 

[1]. 

The choice of raw material plays a dominant role in controlling 

yarn quality in rotor spinning. There is a general consensus of 

opinion that the raw material properties must be ranked in a 

different order of importance for rotor spinning than for ring 

spinning. Fiber length characteristics, particularly length 

uniformity, play only a minor role in rotor spinning, and long 

fibers offer no advantage. Longer fibers can adversely affect 

yarn strength and evenness due to the greater incidence of 

wrapper fibers and poor fiber orientation [2]. Therefore, the 

study of the possibility of producing rotor spun yarn from 

fibrous waste with a high content of short fiber is an urgent task. 

MATERIALS AND METHODS 

As is known, a part of the fibers of the incoming discrete stream 

clings to the open end of the yarn at the place of its separation 

from the surface of the spinning rotor [3] (Fig 1).  
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Figure 1. Formation of rotor yarn and its ends: a- ring of fibre; b- yarn ends: 1-long; 2-short 

 

The fibers of the discrete flow entering the conical surface of 

the spinning rotor are located along the entire perimeter of the 

trough, forming a fibrous wedge. Part of the fibers inevitably 

gets to the lift-off point of the fibrous layer from the rotor 

groove. The ends of these fibers, which have fallen into the 

groove behind the lift-off point, are captured and carried away 

by the yarn. Any section of such fiber that falls on the twisted 

section of yarn at the its lift-off point is removed from the 

groove earlier than the rest of the fiber sections. These fibers 

are wound in different directions on the ballooning section of 

the yarn, forming the so-called wrapping U-shaped fibers or 

wrapping hook fibers with different lengths (long and short end) 

of the hooks directed forward in the direction of yarn 

movement. Changing the amount of short-ended fibers directly 

affects the respective properties of the yarn. Therefore, to 

estimate the number of wrapping fibers, such a concept as the 

catching coefficient Kс is introduced, which is determined by 

the ratio of the half-length of the fibers to the perimeter of the 

spinning rotor, i.e.  
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From the formula it can be seen that the catching coefficient is 

directly proportional to the length of the fiber, and to the 

diameter of the spinning rotor it is inversely proportional. The 

winding of the fibers mainly takes place at or behind the lift-off 

point with different lengths. In formula (1), the catching 

coefficient is expressed by the half-length of the wrapping 

fibers  
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Thus, in fact, not one fibrous wedge is formed in the groove of 

the spinning rotor, but two - a long and a short one. A long 

wedge forms the core of the yarn. The maximum number of 

fibers in the cross section of a long wedge, taking into account 

the catching coefficient, is: 

                                   

      
)1(f.r cyarn Кmm −=                                         (2) 

where, f.rm - the maximum number of fibers in the cross 

section of the fibrous ribbon. 

 Part of the fibrous ribbon, formed from the fibers of a 

long wedge, is well twisted and forms the main core of the yarn. 

The fibers of a short wedge are wound around it, forming an 

external weak wrapping layer. These fibers have little resistance 

when the yarn breaks and are, as it were, additional, bringing 

the thickness of the yarn to its nominal value. The core part of 

the yarn, formed from a long wedge, resists breaking the yarn 

and determines its strength.   

In the normal technological process of spinning, torsion in the 

core part of the yarn proceeds normally, and in the wrapping 

layer this process is uncontrollable.   The twist of the core part 

is equal to the nominal twist. The linear density of the core part 

is determined by the formula:   

 

)1(. cyarnpc КТТ −=                    (3) 

where, Тyarn – nominal linear density of yarn, tex. 

The twist multiplyer of the core part is equal:  

   

)1(. cnpс К−=                                      

(4) 

 

where, n - nominal twist multiplyer of yarn.  

 According to prof. A.G. Sevostyanov, a decrease in 

the diameter of the spinning rotor leads to an increase in the 

catching coefficient Kc, which means it leads to an increase in 

the possibility of forming yarn with a large proportion of the 

wrapping layer [3]. When determining the twist of rotor spun 

yarn, this statement is of great importance.    

When calculating the twist intensity of rotor spun yarn, the 

formula for determining the number of twists of ring spun yarn 

is often used, taking into account which one can write 

 

)1(. cyarnpс ККК −=                                                 (5) 

  

The formation of the core layer in the groove of the spinning 

rotor from a long wedge and from a short wedge of the 

wrapping layer of yarn is the basis of the rotor spun yarn 

structure. The change in the proportion of layers in the yarn 

structure is related to the catching coefficient, i.e. reducing the 

catching coefficient improves the properties of the yarn. 

Therefore, the study of the possibility of reducing the catching 

coefficient is an actual task. When spinning relatively short 
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fibrous waste, rotor spinning machines are mainly used.  In order 

to study the causes of this phenomenon, the effect of changing the 

length of the fiber, the diameter of the spinning rotor, as well as the 

twist on the properties of the rotor spun yarn was investigated.  

Results and Discussion. In order to study the validity of the 

above assumption, experiments were carried out in practice, i.e. 

the influence of the diameter of the spinning rotor on the 

structure and properties of the yarn on the rotor spinning 

machine SCHLAFHORST AS-360 was studied. The effect of 

changing the length of the cotton fiber, the diameter of the spinning 

rotor and the twist of the yarn on the catching coefficient, as well as 

on the linear density of the core layer, was determined by formulas 

(3-5), and their relationship with the catching coefficient was also 

studied. 

In the work, a mixture of spinning waste of standards 3, 7 and 11, 

formed during the processing of fiber 4-I, was regenerated and the 

ranges of fiber length variation were adopted.  The staple fiber length 

was changed from 22 mm to 28 mm, and the rotor diameter from 28 

mm to 46 mm. The catching coefficient Kc was calculated by 

formula (1) and a histogram was constructed based on the results 

obtained (Fig. 2).  

 

Figure 2. Dependence of the catching coefficient on the length of the fiber and on the diameter of the spinning rotor: 1 - 28 

mm; 2 - 29 mm; 3 - 30 mm; 4 - 31 mm; 5 - 46 mm 

 

As can be seen from fig. 2, with an increase in the length of the 

fiber, the value of the catching coefficient increases, and with 

an increase in the diameter of the rotor, the value of the catching 

coefficient, on the contrary, decreases.  On fig. 2 it is also 

clearly seen that Kz = 8% (providing the best yarn formation 

according to A.G. Sevostyanov) when spinning a short fiber, it 

is possible with a rotor diameter of 46 mm.  

If the linear density of the rotor yarn is close to the nominal 

value, then its breaking load is less than the breaking load of the 

yarn obtained on the ring spinning machine, which is mainly 

due to the linear density of the core layer of the rotor yarn. With 

this in mind, the influence of the fiber length and rotor diameter 

on the linear density of the core layer of yarn with a linear 

density of 50 tex was studied (Fig. 3)    

The shorter the fiber length, the thicker the core layer, the yarn 

strength should also increase.  Along with this, with an increase 

in the diameter of the rotor, the linear density of the core layer 

increases and the strength of the yarn increases. To increase the 

productivity of the spinning machine, it is necessary to increase 

the speed of the rotor, which in turn requires a decrease in the 

diameter of the spinning rotor.   

As a result, the features of rotor spinning appear and the 

physical and mechanical properties of the yarn begin to change. 

For example, with an increase in the rotational speed from 

60000 min-1 to 90000 min-1, the diameter of a yarn with a linear 

density of 50 tex decreases from 0.245 mm to 0.222 mm. 

Relative yarn density increased from 1.055 mg/mm3 to 1.274 

mg/mm3 [3]. It follows that when spinning short fibers, it is 

advisable to rotate the chamber at a higher speed, since the 

structural criteria that determine the performance of the fibers 

are the twist, density and migration of the fibers.  

 

Figure 3. Dependence of the linear density of the core layer of rotor spun yarn 50 tex on the length of the fiber and the 

diameter of the spinning rotor: 1 - 28 mm; 2 - 29 mm; 3 - 30 mm; 4 - 31 mm; 5 - 46 mm. 
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The dependence of the twist of the core layer of rotor spun yarn 50 tex with a nominal twist of 630 twists/m on the length of the 

fiber and on the diameter of the rotor in the form of histograms is seen in Fig. 4. 

 

Figure 4. Dependence of the twist of the core layer of rotor spun yarn 50 tex on the length of the fiber and the diameter of 

the spinning rotor: 1 - 28 mm; 2 - 29 mm; 3 - 30 mm; 4 - 31 mm; 5 - 46 mm. 

 

It can be seen from Fig. 4 that the twist of the core layer increases 

with an increase in the chamber diameter, i.e. with an increase in 

the linear density of the core layer, the loss of twist decreases. With 

a chamber diameter of 46 mm, the twist of the core layer, depending 

on the length of the fiber, is 95-96% of the nominal twist of the 

yarn, which should increase the breaking load of the yarn produced 

from the fibrous waste. 

In addition to the diameter of the spinning rotor, the quality of the 

yarn is also influenced by its design. By selecting the appropriate 

rotor design, it is possible to increase the strength of the yarn, 

reduce its unevenness, and stabilize the spinning process.  

CONCLUSION 

As a result of the research, the dependence of the yarn structure on 

the catching coefficient was established. Its value decreases with 

a decrease in the length of the fiber, and with an increase in the 

linear density of the core layer, the loss of twist is eliminated. As a 

result, it can be concluded that despite the short fiber length, the 

breaking load of the yarn increases.   From the above, it follows 

that when refueling equipment, it is necessary to make a 

compromise decision depending on the tasks solved by 

production  
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